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REPORT

Sample -80 Mesh Total
Zone 1A 265 ppb 195 ppb
Zone 1B

Bank N + S 650 ppb 950 ppb
Zone 1B

Bottom 13 ppm 1.8 ppm
Zone 1C

Core N + S bank 8 ppm 2.9 ppm
Zone 1C

Bottom 4 ppm 2.6 ppm
Zone 2 5.7 ppm 3.5 ppm
Zone 3 6.5 ppm 2.6 ppm
Zone 4 2.4 ppm 1.6 ppm
Ore bank 85 ppb 85 ppb
Bucket 1.9 ppm 2.5 ppm
1st Bang Final 775 ppb 760 ppb
MAG CON 2200 to 500 ppm 65 ppm
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